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Sample X1 (Type of Surfactant) X2 (% Surfactant, w/v) X3 (Agitation, rpm) X4 (% Oil Phase, v/v)
A ~(Tween® 60) -(3) -(8000) -(70)
B +(Tween® 85) -(3) -(8000) +(80)
C -(Tween® 60) +(5) -(8000) +(80)
D +(Tween® 85) +(5) -(8000) -(70)
E -(Tween® 60) -(3) +(10000) +(80)
F +(Tween® 85) -(3) +(10000) -(70)
G -(Tween® 60) +(5) +(10000) -(70)
H +(Tween® 85) +(5) +(10000) +(80)
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